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LEGAL BASES AND GENERAL CONDITIONS

This European technical approval is issued by Deutsches Institut flir Bautechnik in
accordance with:

Council Directive 89/106/EEC of 21 December 1988 on the approximation of laws,
regulations and administrative provisions of Member States relating to construction
products?, modified by Council Directive 93/68/EEC2 and Regulation (EC) N° 1882/2003
of the European Parliament and of the Council3;

Gesetz Uber das In-Verkehr-Bringen von und den freien Warenverkehr mit Bauprodukten
zur Umsetzung der Richtlinie 89/106/EWG des Rates vom 21. Dezember 1988 zur
Angleichung der Rechts- und Verwaltungsvorschriften der Mitgliedstaaten (ber
Bauprodukte und anderer Rechtsakte der Europaischen Gemeinschaften (Bauprodukten-
gesetz - BauPG) vom 28. April 19984, as amended by law of 31 October 20065,

Common Procedural Rules for Requesting, Preparing and the Granting of European
technical approvals set out in the Annex to Commission Decision 94/23/ECS;

Guideline for European technical approval of "Liquid applied roof waterproofing kits - Part
6: Specific stipulations for kits based on polyurethane", ETAG 005-06.

Deutsches Institut flr Bautechnik is authorized to check whether the provisions of this
European technical approval are met. Checking may take place in the manufacturing plant.
Nevertheless, the responsibility for the conformity of the products to the European technical
approval and for their fitness for the intended use remains with the holder of the European
technical approval.

This European technical approval is not to be transferred to manufacturers or agents of
manufacturers other than those indicated on page 1, or manufacturing plants other than
those indicated on page 1 of this European technical approval.

This European technical approval may be withdrawn by Deutsches Institut fiir Bautechnik, in
particular pursuant to information by the Commission according to Article 5(1) of Council
Directive 89/106/EEC.

Reproduction of this European technical approval including transmission by electronic
means shall be in full. However, partial reproduction can be made with the written consent of
Deutsches Institut flr Bautechnik. In this case partial reproduction has to be designated as
such. Texts and drawings of advertising brochures shall not contradict or misuse the
European technical approval.

The European technical approval is issued by the approval body in its official language. This
version corresponds fully to the version circulated in EOTA. Translations into other
languages have to be designated as such.
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Official Journal of the European Communities N° L 40, 11 February 1989, p. 12
Official Journal of the European Communities N° L 220, 30 August 1993, p. 1
Official Journal of the European Union N° L 284, 31 October 2003, .p. 25
Bundesgesetzblatt Teil 1 1998, p. 812
Bundesgesetzblatt Teil | 20086, p.2407, 2416
Official Journal of the European Communities N° L 17, 20 January 1994, p. 34
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1.1

1.2

2.1

SPECIFIC CONDITIONS OF THE EUROPEAN TECHNICAL APPROVAL

Definition of product and intended use

Definition of the construction product

The liquid applied roof waterproofing "MARISEAL 250" and "MARISEAL 250 FLASH" are
kits, which consist of the components:

» liquid applied roof waterproofing on the basis of a one-component reactive polyurethane

e polyester fleece "MARISEAL FABRIC" as felt layer for reinforcing

For an adequate adhesion of the waterproofing layer — depending on the type of substrate —
a primer on the basis of a two component epoxy resin is required.

As an assembled system these components form a homogeneous seamless roof
waterproofing.

Annex 1 shows the components and the system build-up of the roof waterproofing
"MARISEAL 250" and "MARISEAL 250 FLASH".

The minimum layer thickness of the roof waterproofing applied is 1,6 mm. The weight of the
polyester fleece is approx. 110 g/m2.

Intended use

The product is used for the waterproofing of roof surfaces against penetration of
atmospheric water. The product shows certain levels of performance according to ETAG 005
which facilitate the use taking account of national requirements (see chapter 2.1).

In the manufacturer's technical dossier” (MTD) to this European technical approval (ETA)
the manufacturer gave information concerning the substrates which the product is suitable
for and on how these substrates shall be pre-treated.

The verifications which are the basis of this ETA give reason for the assumption of an
intended working life8 of the roof waterproofing of 10 years, provided that the roof water-
proofing kit is subject to appropriate installation, use and maintenance. These provisions are
based upon the current state of the art and the available knowledge and experience.

The indications given on the working life cannot be interpreted as a guarantee given by the
producer, but are regarded only as a means for choosing the right products in relation to the
expected economically reasonable working life of the works.

Characteristics of the construction product and methods of verification

Characteristics of the construction

The components of the product show the characteristic values with respect to the
permissible tolerances which are stated in the MTD to this ETA.

The chemical composition and the characteristic values of the components of the kit and the
manufacturing methods are confidential and deposited with DIBt.

756241.10

The manufacturer's technical dossier (MTD) comprises all information necessary for the production and the
installation of the product as well as for the repair of the roof waterproofing made from that and it is deposited
with DIBt. It was checked by DIBt and it was found to be in accordance with the conditions stated in the approval
and the characteristic values determined during the approval testing.

"Assumed intended working life" means that it is expected that, when this working life has elapsed, the real
working life may, under normal use conditions, be considerably longer without major degradation affecting the
essential requirements.

Deutsches Institut fir Bautechnik 8.04.02-219/10
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Requirements concerning safety in case of fire, health and the environment, and safety in
use as well as durability in the sense of the essential requirements N° 2 to N° 4 of the
Directive 89/106/EEC are satisfied. "

The verified property values of the product lead to certain levels of use categories according
to ETAG 005. They are stated in Annex 1. An evaluation oriented at the intended use of the
product can be carried out with them by the user.

The performance of the reaction to fire behavior of the liquid applied roof waterproofing
leads to the classification in class E according to EN 13501-1°.

The classification of the external fire performance of the liquid applied roof waterproofing
according to EN 13501-5'0 is in class Froor.

According to the manufacturer's declaration the roof waterproofing taking account of the EU
database!! does not contain any dangerous substances.

Within the scope of this approval there may be other requirements applicable to dangerous
substances resulting from transposed European legislation or applicable national laws,
regulations and administrative provisions.

There may be other requirements applicable to the products resulting from other applicable
national laws, regulations and administrative provisions and transposed European
legislation.

These requirements need also to be complied with, when and where they apply.

Assessment of the fitness of the roof waterproofing for the intended use with regard to the
essential requirements N° 2 to N° 4 was performed following the "Guideline for European
technical approval of liquid applied roof waterproofing kits", Part 1 "General" and Part 6
"Specific stipulations for kits based on polyurethan" (ETAG 005-06).

Evaluation and attestation of conformity and CE marking

System of attestation of conformity

The European Commission according to her decision 98/599/EC'2 on the procedure of
attestation of conformity has laid down for this type of material system 3 for the procedure of
attestation of conformity (AoC) (Annex lll, clause 2(ii) second possibility of Directive
89/106/EEC) for liquid applied roof waterproofing kits. According to this decision system 3 of
attestation of conformity also applies with regard to external fire performance.

In addition, according to the Decision 2001/596/EC of the European Commission'3 the
system 3 of attestation of conformity applies for this type of product with regard to reaction to
fire. The system 3 of attestation of conformity is defined as follows:

System 3: Declaration of conformity of the product by the manufacturer on the basis of:
(1)  factory production control,

@) initial type-iesting of the product.

- 9

10

EN 13501-1:2007 "Fire classification of construction products and building elements - Part 1: Classification using
data from reaction to fire tests" J

EN 13501-5:2005 "Fire classification of construction products and building elements - Part 5: Classification using
data from external fire exposure to roofs tests

Notes are stated in Guidance Paper H: "A harmonized approach relating to dangerous substances under the
Construction Products Directive", Brussels, 18 February 2000

Official Journal of the European Communities N°L 287 of 24 October 1998
Official Journal of the European Communities N°L 209/33 of 2 August 2001

2.2 Methods of verification

3

3.1
a) Tasks for the manufacturer:
b)  Tasks for the notified body:
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